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SEVERAL FORCED-COJ!IJGCTION, AIR-COOLED, ,STRUT-SUPpORTED 

TURBINX ELADES OF IMPROVED DESIGN 

By Eugene F. Schum 

A n  investigation  has  been underway at t h e  NACA Lewis laboratory t o  
develop air-cooled,  strut-supported  turbine  blades. As par t  of t h i s  
program six  blades were investigated i n  a fu l l - sca le   tu rboje t  engine t o  
obtain  data on blade  durabili ty and t o  obtain  the  blade-cooling  effec- 
tiveness and s t r u t  temperature  trends at turbine-inlet  gas  temperatures 

machined, f inned  internal Load-carrying member, o r  s t ru t ,  t o  which a two- 
piece  cast  base and a two-piece a i r f o i l  she l l  were attached  by  brazing. 

the  shel l ,  from N-155 material. 

Y higher  than had been previously  reported. These blades  consisted of a 

* The s t r u t  and blade  base were fabricated from Timken  17-22A(S) s t e e l  and 

A t  the  higher  turbine-inlet  gas  temperature of 1815O F and at engine 
speeds to   l l ,500 rpm,  the  measured s t r u t  temperatures w e r e  as  expected 
on the  basis of analyt ical  methods. A t  this  gas  temperature,  the meas- 
ured t q e r a t u r e   d i f f e r e n c e s  between the midchord and the  leading-edge 
regions and between the midchord and the  trailing-edge  regions of t he  
s t r u t  were of the  order of 20° and 175O F, respectively. These d i f f e r -  
ences were  comparable with  the  difference measured a t  a lower turblne- 
inlet  temperature of 1650° F. Substantial  differences were obtained  be- 
between the  effective  gas and s t r u t  temperatures. A t  a  coolant-flow 
r a t i o  of 0.012 and a turbine-inlet  temperature of 1815O F, f o r  exam- 
ple,   the average s t r u t  temperature a t   t h e  3/8 span location was 1025O 
F, approximately 575' F below the  effective gas temperature.  Calculated 
spanwlse  blade  temperatures f o r  t h i s  gas temperature  verified  the need 
of a protective  coating on the   s t ee l  s t r u t  t o  prevent  oxidation. Oxida- 
t i o n  problems of the  N - 1 5 5  she l l  were not  expected.  Calculated s t r u t  
teuqeratures were generally 20' F be-w experimentd  values. 

I) 

I n  a steady-speed  durability  investigation, conducted a t  a rated 
i 

engine  speed of 11,500 r p m  and a turbine-inlet  gas temperature of 1670° 
F, the f o u r  blades  tes ted  fa i led  ear l ier   than expected from stress-  
rupture  considerations.  Failures  occurred from fa t igue   a t   t he  base 
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region of the s t r u t  where. the calclilated  centrifugal stress w a s  44,000 
pounds per square inch. E l i m i e t i o n  o f  thg.fBtigue  failures  to  obtain 
greater   blade  I l fe  w i l l  probably  require a, diff   went  fabrication  tech- 
nique and a more suftable  heat  treatmnt  to  provide  sufflcient  ducti l i ty.  
Even with these  fatigue  failures,  however, the blade l i f e  of the  four 
a t ru t  blades operated at constant  engine speed gave indication t h a t  s t r u t  
blade life .for the coolant-flow  'ratios  investigated will' probably "oe " 
greater  than t h a t  f o r  a tube-filled,  shell-supported  bLEe made from the  
same mater i a l  . 

Two of the six blades were subjected  to a cyclic-speed  endurance 
investigation in order to   ascer ta in  t h e  severity of blade  thermal  stresses 
caused by rapidly changing gas  temperatures. In Wition t o  the succe.ss- 
ful completion of 10 cycles at coolant-fLow r a t i o s  of 0.05 and 0.03 
reported  earlier,  both  blades  successfully  coqpleted 10 additional  cycles 
a t  a r a t i o  of 0.02. . One of the two blades completed 14  cycles at 0.01; 
Both blades failed from fatigue. at the  baee  region of  t he  s t r u t .  These 
cyclic endurance r e su l t s  were encouraging  even  though the  average l i fe  
of each  blade, which was approximately 40 cycles,was less  than a goal of 
200 cycles. 

. -  
I - -  
" 

.. .. " 
. .  

.. - . .  

INTRODUCTION 

One  of the goals of tLirbLne--coolin@;  rese-iiYch i s  to  obtain  forced- 
convection,  air-cooled  turbine-blade  configurations that will; operate 
satisfactorily  at  elevated  turbine-inlet  gas  temperatures  with a small 
amount of cooling a i r .  Strut-supparted  blades have shown prcmlse of 
operation a t  low coolant-flow  ratio-e  (coolant-to-gas-flcw r a t i o )  a t  ele- 
vated  turbine-inlet  temperature levels ( r e f s .  1 t o  4). Consequently, 
reaearch is baing directed-   to   the studs of ccollng effectiveness and 
durabi l i ty  of this type of blade, " . -  

- . .  . 

t 
" 

The principle of the strut-eupported blsde i s  that-,the main load Qf .. " 
- - 

the  blade is carried. by an internal   f inned  s t rut .  The s t r u t  i s  surrounded 
by cooling air A . n d .  i s  protected .fram bat c.or@ustion gases by  means of' 
an airfcdl-shaped shell. The shell is attached  to and supported  by load- 
carrying f i n s  on the s t r u t .  Because the  shel l  i a  not a principal load- 
carrying member of the blade, -.it i s  permitted t o  operate at a re la t ively 
higher  temperature  than that of the s t r u t .  

. ." 

. .  

" 

- 

As a r e su l t  of the  analysis  in  reference 1 and an investigation o f  
the  first NACA strut   blade i n  reference 2, a more detailed analysis of 
the  strut-type blade was &de i n  refereiice 3. This analysis  considered 
i n  d e t a i l  the vaxious factors  affecting  the  cooling  chasactertstice and 
design  cr i ter ia  of strut   blades.  A second strut blade  design was evolved 
i n  which the swpport member of the  blade was pf m g t r a t e g i c  material 
(Timken 17-22A( S) steel)  . The  cooling effectiveness of this blade w a 8  " 

experimentally  evaluated i n  reference 3 a t  only one turbine-inlet  gas . .  

1 

". - 
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. temperature, 1650° F, and one engine speed, ll,500 rpm. A limited amount 

" fYam that of reference 2 in the following respects: (1) the design was 

of blade durability  obtained durlng cyclic engine operation is  also in- 
cluded. This Fmpraved or second s t r u t  blade design of reference 3 varied 

f o r  a higher  gas  temperature (2000' F) and a higher  cooling-air  Inlet 
temperature (450' F), (2) the aerodynamic shape was thinner and the  pro- 
f i l e   t w i s t e d  from roo t   t o   t i p ,  and (3) provision was made f o r  a more 
uniform dis t r ibu t ion  of the  cooling air i n  the  blade  base. 

?d 
0 

P 
(d 
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* 

As a continuation of the  work of reference 3, an experimental  in- 
vestigation of the improved o r  second blade  design was m a d e  in  order t o  
obtain more information on blade  durabili ty and to extend the  range of 
data  on t h e  blade heat- t ransfer   character is t ics   to  a turbine-inlet  tem- 
perature of 1815' F. 

The purposes of the durabi l i ty   invest igat ion conducted herein were 
(1) to  obtain  durabi l i ty   data  on four blades  operated at constant  engine 
@e&, (2)  t o  obtain  durabi l i ty  data on two blades  subjected t o  cyclic 
engine  speeds, and (3) to  evaluate  the  possible  causes of blade  failures,  
i f  they  occurred, i n  an effort t o  determine means of eliminating  the 
failures.  Cyclic-type  operation was used t o  determine t o  some extent 
the severi ty  of blade thermal stresses caused by the  rapidly changing 
gas  temgeratures f o r  compaxison with operation  at  steady  engine speeds. 

The purposes of the  heat-transfer  investigation were (1) t o  ascer- 
t a i n  whether blade  oxidation problems wlll be encountered at turbine- 
i n l e t  gas temperatures of the  order of 1815' F, (2) to  present additional 
heat-transfer data, covering a wide range of engine  operating  conditions, 
and (3) t o  determine  whether  blade  operation at a turbine-inlet  tempera- 
tu re  of 18B0 F will resul t   in   severe  chordwise  temperature  gradients in 
t he  s t ru t .  A t  present, chordwise gradients must be  experimentally ob- 
tained  since  analytical  techniques f o r  calculating  these  gradients have 
not been  developed. 

Favorable  agreemnt of calculated a d  measured strut temperatures 
in the midchord region would be expected f a r  an inlet-gas  temperature of 
18E0 F a s  w a s  obtained in  reference 3 f o r  a lower inlet-gas  temperature 
of 1650° F. A n  increase of 165O F i n  gas  temperature  should  not  have a 
l a rge   e f fec t  on the   heat- t ransfer   factors  used in the  calculation of the 
strut  temperatures. 

The data  of "the s t r u t  blade-cooling  effectiveness wwe  obtained i n  
a  full-scale,  modified turbojet  engine f o r  a range of engine  speeds from 
4000 ( id l ing  engine  speed) t o  11,500 rpm (rated  engine  speed), which cor- 
respond t o  t u rb ine   t i p  speeds of 450 and 1300 feet per second, respec- 
t ively.  The turbine-inlet  gas tmperature  ranged from 1050a t o  1815O F. 
During these  tests,  the  coolant-flow  -ratio  per blade was varied from 
0.009 t o  0.09 and the  blade-inlet  coolant  temperature ranged from 120' 
t o  280° I?. 
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The steady-speed  endurance investigation was  conducted a t  the  ra ted 
speed of 11,500 rpm (calculated  centrifugal stress of 44,000 p s i  a t  base 
of s t ru t )  and at  turbine-inlet  temperature of 1670° F. The cyclic type U 

of endurance operation  consisted of a rapid  acceleration from engine id l e  
speed to-  rated speed. R a t e d  engine  speed was maintained f o r  15 minutes 
and was followed by a rap id   dece lerd ion   to   id le  speed. - 

APPARATUS Q, co + 
M 

In this  Investigation, the cooling effectiveness and blade durabi l i ty  
were determined from full-scale  engine tests. Since the blades invest i -  
gated  are   ident ical   in   configurat ion  to   those of ref'ersnce 3, only a br ief  
description of the blade along with  the test engine i s  included  herein. 
A detailed  description of the blade  design and fabrication  technique can 
be found i n  reference 3 

The twisted airfoil-shaped blades used i n  t h i s  investigation were 
constructed of ffve  pieces - a s t ru t ,  a s p l i t  (two-piece) base, and a 
two-piece shell - which were brazed  into an in tegra l  structure. A n  iso- 
metric view of the conq?onent parts is shown i n  figure 1. Cross. sections 
of the  strut   configuration a t  three spanwise locations, blade root, 3/8 
span, and 7/8 span (0, 4, and % in. from the blade base platform, 
resgectively) , and pertinent  configuration  dimensions  are shown in f i g -  
ure 2. 

1 

The s t r u t  and blade  bases were fabricated from Timken 17-22A( S )  
material, an alloy containing only 3 percent   c r i t i ca l  material. The th in  
a i r f o i l  shell (0.020 in.  thickness) was formed from 1-155 material, an 
alloy  containing high percentages of nickel, chromium, and o the r   c r i t i ca l  
metals. This material was required i n  order  to  provide  sufficient  ahell 
s t rength  for  elevated operating  temperatures and t o  wtthstand  the  corro- 
Bive action of the hot combuetion gases  wfthout the use of protective 
coatings. The blade chord and blade span were approximately 2 and 4 
inches,  respectively. The weight of this blade i s  equivalent t o  that for 
shell-supported  blades (of the same general blade s i ze )  and approximately 
t w o - t h i r b  that of the  standard, uncooled  blades of the t e s t  engine. 

Because of inexperience i n  brazing  strut-supported  blades at the 
start of this investigation, numerous brazing  cycles were required in the  - 
fabrication  process. One cycle was required to   b raze   the   s t ru t   in to  the 
s p l i t  baBe, while a second cycle was used t o  braze  the shell t o  the strut. 
In many instances,  rebrazes  or  additional  cycles were found  necessary 
when the qual i ty  of previous  brazes was questionable. Because it was 
thought that numerous brazing  cycles were undesirable with respect t o  

a 
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blade strength,  the  fabrication  process was altered  during  the  durabili ty 
investigation and will be discussed later. The various  heat  treatments 
eq loyed   i n   t he   f ab r i ca t ion  of t h e  s t r u t  blades  for   the blade durabi l i ty  
tests will also be discussed i n  m a r e  d e t a i l   i n  a subsequent  section. 

Engine 

The s t ru t   b lades  used i n  the heat-transf er and blade-durability 
phases of the investigation were tes ted  in a modified, full-scale  turbo- 
j e t  engine, the  detailed description of which is  given in reference 5. 
The engine  modification  permitted  the  substitution of one t o  four air- 
cooled turbine blades in place of the  uncooled standard blades of the 
test engine.  Cooling air w a s  supplied  to the blades from an external 
source  through a t a i l  cone modified t o  include a cooling-air ducting 
system. The engine was equipped w i t h  a n '  adjustable  tail-pipe  nozzle so 
that   the   turbine- inlet  teQerature could be va r i ed  through a range at a 
given  engine  speed. 

Instrumentation 

B l a d e s .  - Chromel-alumel thermocouples and a thermocouple  system 
similar to   that   descr ibed in  reference 5 were used in   t h i s   i nves t iga t ion .  
Three thermocouples were located on the air-cooled blades at the 3/8 span 
posit ion and were embeded i n  the s t rut   near   the leading-edge, midchord, 
asd trailing-edge  regions as shown i n  fuure 2. The 3/8-span location 
was selected  for  thermocouple instrumentation because calculations indi- 
cated  that this w a s  the c r i t i c a l  span location with r e spec t   t o  stress and 
temperature. The cooling-air temperature at the  entrance  to   the blade 
base was measured by a thermocouple t h a t  was inser ted i n  a cooling-air 
supply  tube on the   rotor   face,  a set-up similar to   tha t   descr ibed  in 
reference 5. 

Engine. - The general  instrumentation of the  engine,  including  the 
measurement of combustion gas  flow,  effective  gas  temperature, and so 
for th ,  w a s  similar to   that   descr ibed in reference 5. 

Experimental  Procedure 

Heat-transfer  investigation. - The cooling  effectiveness of the  
s t r u t  blade was obtained from an experimental  heat-transfer  investigation 
made in the   ful l -scale   turbojet   engine and conducted i n  a manner similar 
t o  that described in   re fe rence  5. Experimental data were obtained on two 
s t r u t  blades over a range of engine  speeds  from 4000 ( idl ing speed) t o  
11,500 r p m  (rated speed) and over  a  range of turbine-inlet  temperatures 
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from 1050° t o  18E0 F .  A t  each  engine  speed the  cooling air was varied 
over a range of  coolant-flow r a t i o s  from approximately 0.009 t o  0.09 per 
blade. The resulting  coolant  temperature ranged from E O o  t o  280° F. 
These values of coolant-flow r a t i o  were dependent upon a calibration of 
coolant  leakage between the rotat ing and s ta t ionary  par ts  of the cooling- 
air system. The cal lbrat ion is described in   reference 6. 

Blade-durabiliky  investigation. - The durabi l i ty  of s ix   s t rut   b lades  
was determined by two experimental methods of turboget-engine  endurance 
testing; namely, steady-speed and cyclic-speed  engine  operation. 

The steady-speed  endurance tes t ing  was conducted at the rated engine 
conditions of ll,500 r p m  and a turbine-inlet  gas  temperature of 1670' F. 
Four of the s ix  blades w e r e  subjected t o  t h i s  type of endurance t e s t .  

Each blade w a s  tested separately and investigated a t  a predetermined 
coolant-flow r a t i o  to determine the blade l i f e  f o r  that flow ra t io .  The 
coolant-flow rate was adjusted  to  the desired value once the engine . - 

speed and the gas temperature w e r e  established. Blade endurance was 
investigated  at  coolant-flow  ratios of 0.01, 0.015, and O.Ol.8. 

In the   cycl ic  phase of the  investigation, each  cycle  consisted of 
engine  operation a t  idle  conditions far 5 minutes (4000 r p m  and a turbine- 
inlet  gas  temperature of 1070° F) , acceler&tFon t o  rated engine  condi-. 
t i o n s   i n  15 seconds (11,500 rpm and a turbine-inlet  temperature of 1670' 
F) , 15 minutes a t  rated conditions, and then  followed by a deceleration 
to i d l e  conditions in  15 seconds. A t  the rated engine  conditions,  the 
temperature of the  uncooled standard engine  blades (used as the  effective 
gas temperature here-ln) .was 1450' F. - 

Calculation  Procedure 

Experimental average strut  temperatures. - The average s t r u t  temper- 
ature reported  herein if3 the  ari thmetic average af the  leading-edge, 
midchord;  and trailing-edge  sections of the s t r u t  a t  the 3/8-span posi- 
t i on   ( f ig .  2 ( b ) ) .  

Calculated  strut and shell temperatures. - The  cacu la t ed  t a p e r a -  
tu res  of the s t r u t  and shell of the strut-supported blade were determined 
with the  use 0-F the- e lec t r i c  analog  described- in reference 4. The method 
for obtaining the temperatures i s  comprehensively  described i n  references 
3 and 4. Blade temperatures were calculated  for  strut  blade  locations a, 
g, 0, and s shown in .   f igure 2(b)  (which carrespona  to.  location8 a, g, 0, 
and 6 of figs.   9(b)  (c) of re-). Points a and g are she l l  loca- 
tions  while  points CI and s are s t r u t  Locations.  Temgeratures were also 
calculated at corresponding  positions along t he  b W e  wan at  1/2-inch 
intervals  i n  order to   gain knowledge. of the  spanwise temperatures asd t o  
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provide a c q a r i s o n  wlth experimentally measured temperatures obtained 
at point s a t  3/8-apan location  of the blade. Temperatures fo r   t he  a d -  

the  theory used i s  applicable  only  to this region as ci ted  in   reference 
4. 

" chord region of the  blade were the  only temperatures  calculated  because 

RESULTS AND DISCUSSION 
0 4  
b P  
tD 
CD 

The r e su l t s  of the  invest igat ion of the  strut-suszorted  blades dur- 
ing  engine  operation a r e  included in the  following  sections  entitled Heat- 
Transfer  Investigation and  Blade-Durability  Investigation. 

Heat-Transfer  Investigation 

The heat-transf er investigation was conducted t o  extend t h e  results 
of reference 3 from a turbine-inlet  gas  temperature  of 1650° t o  18l5O F, 
an increase of  165' F. With this   increase of only 165' F, it w a s  expected 
that  the  experimental midchord strut  temperature would compare favorably 
with  the  analytical   predictions.  It would be worthwhile, however, t o  
determine  whether  blade  operation at the  elevated  gas temperature would 
resu l t   in   excess ive  chordwise temperature gradients between t h e   s t r u t  
midchord and the leading- or  trailing-edge  regions of t he   s t ru t .  A t  
present,  such  gradients m u s t  be obtained  by  experimental measurements 
since  analytical  methods have  not  been  developed. The experimentally 
obtdned  strut   temperatures and a comparison  of the midchord temperatures 
with  calculated  values are presented. Spanwise s t r u t  and s h e l l   t e q e r a -  
tu res   a re  also shown i n  order   to   indicate  the problems associated  with 
oxidation and braze  strength  for extended blade operation. 

* 

Experhental  blade-temperature  distribution. - Strut  temperature 
v-iations measured at  the  leading--e, midchord, and t rd l ing-edge  re- 
gions of t h e   s t r u t  are shown i n   f i g u r e  3. The data  presented were ob- 
tained at the  3/8 span pos i t ion   for  a range of coolant-flow  ratios and 
f o r  two nominal turbine-inlet  gas  temperatures of 1650' and 1815' F (cor- 
responding nominal effective  gas  temperatures of 1425O and E9O0 F, 
respectively).  Engine  apeed for   these  data w a s  11,500 r p m ,  which i s  
equivalent t o  a turbine t i p  speed of 1300 feet per second. The variation 
of the  coolant  temperature measured at the  blade base i s  also shown.  The 
data shown f o r   t h e  lower gas temperature are the  same as those shown i n  
f igure  6 of  reference 3, but are included herein f o r  comparison with the 
data obtained at  the higher gas temperature. 

For both  gas  temperatures,  the  strut data indicate tha t   there  i s  a 
re la t ive ly  small temperature  difference between the  leading-edge and 
midchord regions of the   s t ru t ,  the difference  being of the order of 200 F. 
A larger  temperature  difference of approximately 175' F occurs between 
the  trailing-edge and midchord regions of the  strut ,   the  difference  being 
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primari ly   a t t r ibuted  to  space l imitations in the trailing-edge  region. 
As can be seen i n   f i g u r e  2, the pr-y and secondary f i n s   i n  t h i s  re- 
gion are of re la t ively  short  length whlch tends t o  reduce the cooling 
effectiveness of the  s t r u t  and thereby to   increase s t r u t  temperatures. 

A substantial   difference between the a t ru t  temperature and the  
effect ive gas temperature was obtained  for th i s  blade  over  the  range of 
coolant-flow rattos  Investigated.  For example, a t  a coolant-flow r a t i o  
o f  O.OI-an& an effective  gas  temperature of l a o  F, t h i s  d i f fe rence   i e  
approximately 400' F. For the higher  effective  gas temperature of 1590' 
F and a comparable coolant-f low r a t i o  of 0.012, this   di f ference i s  of 
the  order of 575' F, a sizable  temperature  difference  for a cooFast-flow 
r a t i o  of such small magnitude. The data used for these  curves as well 
as strut-temperature  data for other  engine operatLng conditions  are shown 
i n   t a b l e  I. Data are not presented f o r  strut-temperature measurements at 
other spanwise locations  because of thermocouple f a i lu re s   emly  i n  the 
investigation. 

An indicaticm  of the chordwise strut-temperature  distribution neaz" 
the blade baee may be obtsined'from a photogragh of a blade shown i n  f i g -  
ure 4; the blade  shell was rembved after operation a t  an engine speed of 
11,500 r p m  and a turbine-inlet  temperature of 1650° F. The heavy linea 
on t h e   s t r u t  are bands of temper color. ( A  temper color band on a metal 
surface i s  a colored axe8 o r   l i ne  caused by oxide  formation at a specific 
temperature. ) For a given material, say the s t ru t  material, the color of 
the   l ines  is dependent upon the imposed strut   taqperature  that   occurs 
during  engine  .operation. A photograph of a blade i n  which only the   l ines  
of a given  color were shown would indicate the isothermal lines. Line X 
of f igure 4 I s  a typical  Isothermal  l ine  result ing from  engine  operation 
a t  a given  value of coolant-flow ra t io .  For a lmger  coolant-f low ra t io ,  . 

greater  cooling of t h e   s t r u t  i s  obtained and the isothermal  line  occurs 
at a greater radial location, as line Y indicates. The temperature indl- 
cat& by l i ne  X i s  iden t i ca l   t o  that indicated by Hne Y. It is therefore 
apparent that each separate  l ine along the blade' span i s  a temper line 
for a different, coolant-flow ratio. These separate  linea of constant 
temperature that occur  along  the  blade span a e - . r e l a t i v e l y  f l a t  i n   t h e  
midchord region,  thus  indicating  that  there is a small temperature  gra- 
dient at this location. This ver i f ies   the  basic  assumption made in ref- 
erence 4 for  the  calculation  of  strut  blade  temperatures. 

-. 

- 
- " 

- " 

Comparison of calculated and experimental midchord s t r u t  tempera- 
t u r e a .  - A comparison of calculated and experimentally  obtained midchord 
strut  temperatures at the blade 3/8-span location i s  sham i n  figure 5. 
The calculated and experimental midchord strut  temperatures and calcu- 
lated midchord shell temperatures are  presented  for two nominal turbine- 
i n l e t  gas temperatures of 1650' . a n d  18lS0 F corresponding to nominal 
effect ive gas t e ~ ~ p e r a t u r e s  of 1425' and 1590. ,F, respectively) for a . 

range of coolant-flow  ratios. The calculated and experimental s t ru t  
6 
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- 
temperatures f o r   t h e  lower gas  temperature (fig. 5(a) )  are iden t i ca l   t o  
thoee of f igure  8 of reference 3. The calculated shell temperatures are, 

shell  temperatures shown i n  reference 3. 
- however, for   loca t ion  a ( see   f ig .  2(b) ) and not  the same as the  average 

. 

i 

For  both  values of turbine-inlet  gas  temperature,  favorable agree- 
ment w a s  obtained  between  the  calculated and experimental midchord s t r u t  
temperatures,  the difference being of the  order of 20° F.  With an in- 
crease of gas  temperature  from 1650' t o  18E0 FJ a large change i n   t h e  
factors  a9fecting  heat-transfer ( such aa gas-to-blade  heat-transfer coef - 
f i c i en t )  w a s  not  expected. The favorable agreement shown i n   f i g u r e  5(b), 
however, does  provide  additional  verification of the  method of calculat-  
ing blade temperatures  for  strut-supported blades. 

Knowledge  of the  shell  temperatures is also  required  for   s t rut-  
supported blade designs.  Possible  oxidation problems and temperature 
and shear stress l imitat ions imposed by the  braze between the   she l l  and 
t h e   s t r u t  a t  elevated  operating  temperatures must be  considered.  For 
both  values of turbine-inlet  gas teqerature ,   the   calculated midchord 
shell  temperatures  for low coolant-flow  ratios were of the  order of 275O 
F lower than  the  effective  gas  temperature. A t  larger  coolant-flow rates 
th is   d i f fe rence  i s  approximately 575O F. Wer imen ta l  values of s h e l l  
temperatures, f o r  comparison with  calculated  values,  are  not shown.  The 
thickness of t he   she l l  (0.020 in. ) precluded measurements of shell tem- 
peratures by mems of thermocouples  because at the present time, rotat ing 
thermocouple instrumentation of sufficient accuracy and durabi l i ty   for  
such thin  shells  has  not  yet   been  fully developed.  Nevertheless,  the 
calculated  shel l  temgeratures should be exgected t o  be representative of 
actual  operating  temperatures  because of the  favorable agreement achieved 
between calculated and experimental midchord s t r u t  temperatures. It is  
in te res t ing   to   no te  that for  .rated  engine  conditions and a cmlant-flow 
r a t i o  of 0.03, the  calculated midchord shell  temperature of t he   s t ru t  
blade is approximately 200' and 30O0 F higher than measured midchord 
shell  temperatures of a tube-filled,  shell-supported blade and a corru- 
gated  insert,  shell-supported blade, respectively (ref. 7) - A higher 
s t r u t  blade shell  temperature i s  typical   for   s t rut- type  blades.  Even 
with  the  higher  shell  temperature shown, the  strut   or  support  member of 
the  s t rut   b lade in the midchord region i s  approximately 275' and 175O F 
lower than  the midchord shell  temperature  (or  temperature of the  p r m y  
support member) of the   tube-f i l led and corrugated-insert blades, 
respectively. 

Calculated spanwise  temperature  distribution  for  strut  blade. - In 
the design of strut-supported  blades, knowledge of the spanwise tempera- 
ture d is t r ibu t ion  of the s t r u t  and shell i s  usually  required.  Calculated 
spanwise strut   temperatures  and  centrifugal  stresses  that  would be ex- 
pected  during  engine  operation  are used in conjunction  with  the  strength 
character is t ics  of the  strut  material  to  obtain  adequate  proportioning of 
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the s t ru t   i n   o rde r  .b. provide  sufficient  blade  l ife.   Strut  and shell 
temperatures along  the bl.@e.span are needed to   es tab l i sh  whether  oxida- 
t i on  problems wlll be  encountered, an3 whether the brazed  joint between 
the shell and the s t r u t  at various span locations will safely withstand 
the imposed centrifugal load caused  by the shell. 

.. 

I 
.. 

Figure 6 shows the   resu l t s  of such calculations  for  the  strut  con- 
figuration  investigated. The r e su l t s  pre.sented are for a , turbine-inlet  
gas teqerature of &8E0 F (effective  gas  temperature of E9O0 F) , rated 
engine  speed of 11,500 r p m  ( t i p  speed of I300 f t / sec) ,  and two coolant- 
f low  ra t ios  of 0.012 and 0.064. The calculated blade ana coolant tem- 
peratures are for  the  effective gas temperature  distribution shown. The  
effective  gas  temperature  distribution is typical   for   the  turbojet   engine 
used. in this investigation and was extrapolated  for  higher  gas tempera- 
tures from unpublished  experimental  results. The experimental midchord 
strut  temperature and the effective  gas  temperature at 3/8 span i s  alaa: 
shown. Over the  length of the s t r u t  (3.55 in,) there i s  a steELdy in-  .. 

crease of s t r u t  temperature of the order of Sao F for   the lower coolant- 
flow rate,  while the increase  in  coolant  temperature is approximately 
550' F. For- the larger coolant-flow  rate, the temperature rises axe 
considerably  less,  being of the order of 2a0° F f o r  the s t r u t  and approx- 
jmately 2250 F for the cooling air. For both_coolant-flaw  rztes  the , 

largest  temperature  gradient i n  the blade  occurs between points a and g 
of the shell. For continued  engine  operation at   the  conditions shown in 
f igure 6( a), it appears  from the shelJ. temper-atce  distribution that 
serious  oxidation of-  the s h e l l  material US& would not  be  expected. On 
t he  otherhand, however, the  calculated  strut  temperatures  along the  blade 
span ver i f ied  the need f o r  the nickel-plate  coating  (ref. 3) of the s t e e l  
s t ru t  which was used i n  the fabrication.of this blade. Whether a s t r u t  

strength t o  provide  suitable blade m e  can be determined  only from an 
extensive endurance inves t iga t ion   o f the  blade at the engine  conditions 
being  considered. Endurance tests were not conducted in this investiga- 
t i o n  at the 18B0 F %t;urbine-inlet  gas  temperature  because  the  standard, 
uncooled blades of the tes t  engine would be incapable of sustained  opera- 
t i o n  at t h i s  temperature. . . - - " - . - " . 

has proper  proportioning and wh@w ..ths..br-=g"!!a haye . s .GWieq t  ". 

" 
. -  

.. 
" 

Blade-Durability  Investigation 

A t o t a l  of six s t r u t  blades was used i n  the  cyclic-speed and steady- 
speed  phase8 of the bl€ide-d,ursbility  investigation.  Strut  blades 1 t o  4 
were subjected t o  steady-speed  endurance' t e s t s  at r a t 4  b i n e  conditions 
of 11,500 r p m  ( t u rb ine   t i p  speed Op 1300 ft/sec) and a turbine-inlet  gas 
temperature of 1670° F .  ' €Eades 5 an3 6 were subjected tq the cyclic- 
speed  endurance t e s t s ,  which .consisted of. a rapid  acceleration from idle 
engine  conaitlons  to.rated  engine conditions fallowed after 15 minutes- 
by a rapid  decelerakion .ta the idle engine  conditions. A detailed dis- 
cussion of the durab iu ty  of each bl8,de and a " s ~ a r y  of the  durabi l i ty  

. .. 

@ 1- 

. . .  

11 - -  
. " 
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investigation  including  pertinent  strut  blade design  information are 
included herein. The various  heat  'treatments  used  during  the  course of - the   durabi l i ty   invest igat ion are given i n   t a b l e  II. 

2 
a3 a 

St ru t  blade 1. - T h i s  blade was given  heat treatment A ( tab le  11) 
which consisted of a 1-hour normalizing at 1725' F Etna a 4-hOUr temger 
at 1225' F. During both these  furnace  treatments, the blade w a s  pro- 
tected  from  oxidation  by immersion i n  an argon  atmosphere.  This  heat 
treatment was selected  because of the  result ing  high  stress-to-rupture 
strength that i s  obtainable. After 2 hours  and 29 minutes  operation at 
a low coolant-flow r a t i o  of 0.01, a failure occurred in the   s t ru t  at the 
junction of t he   s t ru t  and the blade base. A photograph of the blade 
after the f a i l u r e  i s  shown i n   f i g u r e  7. Examination of the blade base 
to   ascer ta in   the  cause of the  failure indicated  a  fatigue-ltype  fracture, 
as evidenced  by the  light, semicirculaz areas of the s t r u t  shown i n   f i g -  
ure 7(b). It was observed that the fatigue  cracks  originated on the suc- 
t ion  surface of the blade and progressed  toward  the  center of t h e   s t r u t  
u n t i l  a t e n s i l e  failure caused a complete strut   rupture.  A metallurgical 
examination of the blade after f a i l u r e  Fndicated that the cracks  origi- 
nated at approximately  the same t i m e ,  which shows tha t  the s t resses  in 
the s t r u t  are f a i r l y  uniformly  distributed. The calculated centrifugal 
stress imposed on the s t r u t  at this blade  location w a s  44,000 pounds per 
square  inch. The nature of the failure denoted tha t  the s t r u t  material 
did  not have suff ic ient   duct i l i ty   to   withstand the combination  of the 
imposed vibratory stresses, centrifugal stresses, and stress concentra- 
t ions  caused  by the  notches  in   the f i l l e t  region of the blade. 

S t ru t  blade 2. - The knowledge gained from the experimental  results 
of blade 1 was then employed in the fabrication of blade 2. T h i s  blade 
w a s  given heat treatment B, a treatment similar t o  A (blade 1) but with 
a teqering temperature 125' F higher ( m o o  F) . A higher tempering 
temperature was used in   order   to   increase the duc t i l i t y  of the s t r u t  
material i n  an attempt to  e l iminate   possible   fa t igue failures. The 
coolant-flow r a t i o  used fo r  the endurance evaluation of this  blade was 
increased  to 0.015. After approximately 10 hours of operation at this 
coolant-flow rate, an inspection of the blade  revealed  cracks i n  the t h i n  
she l l  material. i n  the f i l l e t  region of the blade on the suction as w e l l  
as the  pressure side of the blade. Operation of the blade with these 
cracks was  continued, however. Cracks i n   t h e   s h e l l  are not expected t o  
seriously  affect  the strength  since the s t ru t ,  and not the shell, i s  the 
primary  support member. After 30 hours and 50 minutes of engine  operation 
a fatigue-type failure, similar t o  that of blade 1, occurred i n  the base 
region of the s t ru t .  Although the blade l i f e  was greater than that fo r  
blade 1, it w a s  less than expected from stress-to-rupture  considerations. 
The increase in tempering  temperature did not  eliminate the fat igue 
problem. 

It was now fe l t  that the number of brazing  cycles used i n  the blade 
fabrication  process of blades 1 and 2 might  have a more detrimental   effect  
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on blade l i f e  than was thought emlier. Blades 1 and 2 were subjected 
t o  fou rand  three brazing  cycles,  respedively,  because of the  fabrics- - 

t i on  problems  discussed earlier i n  the description of the blades. The 
corrosive  action of the  braze on t he   s t ru t   f i n s   i n   t he  f i l l e t  region of 
a s t r u t  blade which has been subjected  to s e v e r a l  braze  cycles is shown 
in   f igure  8. The figure  indicates where the thickness of the  fins has 
been reduced  by  the  corrosive  adion of the  braze.  Successive  cycles 
also increased braze  diffusion  into the strut   material ,  causing a br i t t le  
and notch-sensitive material. % 

4 
M 

The extent of braze  penetration  into a typ ica l  0.020-inch  secondary 
f in .  of s t r u t  blade 2 determined from a microscopic  examination of a square 
section of the  blade removed a f t e r  failure i s  shown i n   f i g u r e  9. The 
enlarged view i s  a section where the secondary f i n  i s  brazed  Fnto the 
blade base. The normal grain structure of the 17-2ZA(S) material and the  
braze-affected  grain  structure of the secondary f i n  can  be readily seen. 
Complete intergranular  diffusion OP the braze material through the fin 
shown i n   f i g u r e  9 was observed i n  many other  secondary and primary f i n s  
(0.040 in. thickness). It i s  believed that the  large  grain  s ize   in  con- 
junction with braze  diffusion is conducive to   fa t igue-type  fa i lures  
( r e f .  6 ) .  Severe  undercutting of t h e   f i n  by the braze  material  also 
occurred  (see f ig .  9 ) .  Similar undercutting and diffusion was also evi- 
denced in  a durabillty  investigation of a tube-filled,  shell-supported 
blade (ref. 6) . 

." 

. .  

- " 

Strut  blade 3. - In an e f fo r t   t o  reduce  possible  braze  penetration, 
s t r u t  blade 3 w a s  brazed i n  only one cycle by al ter ing  the blade fabrics- 
t i o n  technique. The blade was given  heat  treatment A and operated at K - ~  
coolant-flow  ratio of 0.01; the  heat  treatment and coolant-f low rate being 
simila;r t o  t h a t  for  blade 1. After 3 hours and 5 minutes, the now famil- 
iar fatigue-type failure occurred i n   t h e   b a s e   f i l l e t  regLon of the s t ru t ,  
a f a l lure  similar t o  that shown in f igure  7.  Although it i s  thought that 
repeated braze cycles have a detrimental  effect on blade l i f e ,  this did 
not seem t o  be the on ly  cause of failure, because t h e   l i f e  of blade 3 
was only a l i t t l e  longer than that of blade l. 

. .  

" 

. .  

St ru t  blade 4. - The f a c t  that blade 3 failed i n  fatigue  a9ter  the 
use of only  one braze  cycle  indicated that an even greater amount o e s t r u t  
duc t i l i t y  was needed -Xn conjunction with the  use of one braze  cycle. 
S t ru t -b lde  4 was therefore assembled i n  one brazing  operation and given 
heat treatment C, a treatment  slightly different  from A. The base of the 
blade and a portion of the   s t ru t  extendin@; from the  base  to 3/4 inch meas- 
ured from the top aP the blade platform was submerged f o r  I hour i n  a . 

salt  ba th   a t  1375O F. The salt bath provided a temperbg  temperature 
E O o  F bigher than that of blade 5 .  This type of, dual tempering  treat-. 
ment of the blade base section was demonstrated in  reference 6 t o  pyeatly 
improve the  blade life af alr-coded,  shell-supsorted  blades. The i m -  
provement in   s t ru t   b lade  l i f e  was nat so apparent, however, because a f te r  

. 
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only 14 hours and 25 minutes at a- coolant-flow r a t i o  of 0.018, a fatigue- 
type failure occurred i n   t h e  base region of the   s t ru t ;  the f a i l u r e  was 
similar t o  that shown i n  figure 7. If the fatigue-type failures can be 
prevented  by improved d u c t i l i t y  with some sacr i f ice   in   s t ress-rupture  
properties, a tempering  temperature higher than 1375' F all be required. 

w 
I+ 
(D 
CD 

St ru t  blades 5 and 6. - Strut  blades 5 and 6 w e r e  previously  used 
i n  the limited heat-transfer and cycllc endurance investigation of ref - 
erence 3. As c i ted  in the reference,  the blades successfully completed 
10 cycles at each  coolant-flow r a t i o  of 0.05 and 0.03. These blades were 
a l so  used i n  the heat-transfer investigation  described  herein. This 
cycllc endurance investigation i s  a continuation of the endurance  inves- 
t igation  of reference 3 and w a s  conducted a t  lower coolant-flow rates. 

Cyclic-type  operation was &os% so that the blades would be exposed 
t o  rapid changes in gas temperature and centr i fugal   s t rese  level. Rapid 
changes i n  gas temperature  cause  severe  temperature  gradients and resu l t -  
ing thermal stresses between the shell and the s t ru t ,  a r e su l t  of the  
quicker  temperature  response of t he   t h in  shell'to t h i s  change as compared 
with  the  slower  resp6nse of the more massive s t r u t .  D u r i n g  the  course of 
the cyclic endurance  investigation,  strut and gas  temperature measure- 
ments were made in   the   acce le ra t ion  and deceleration  phases of the cycles. 
The response of s t r u t   t e q e r a t u r e s  was measured to  obtain  an  insight  into 
the  severi ty  of the resul t ing thermal stresses. Temperatures a t  the  
leading-edge, midchord, and trailing-edge  regions of the s t r u t  are shown 
i n   f i g u r e  10 for a range of coolant-flow ra t io s .  Considerable t i m e  l ag  
of the strut  temperatures w a s  observed f o r  the coolant-flow rates inves-  
t igated.  In many instances, a period of 5 minutes or  longer  elapsed 
before the temperature of the s t r u t  reached equilibrium. Shel l  tempera- 
tu re s  were not measured because of the aforementioned  reasons. The large 
time l ag  of the s t r u t   i n  conjunction with the quick  response  (or small 
t i m e  lag) that would be  expected  for the  t h i n   s h e l l  i s  the cause of the 
severe thermal stresses.  

- 

In this  investigation,  the two blades successfully completed 10 
additional  cycles at a coolant-flow r a t i o  of 0.02. The  two blades did 
not faLl at these coolant-flow  rates, even w h e n  operated with extensive 
cracks i n  the f i l l e t  between the shell and the blade base. These cracks, 
which occurred  prior to the heat-transfer and cycl ic  tests of reference 
3, were the result of an attempt t o  weld the shell to the  blade base at 
several- locat ions where incomplete  brazing was observed. 

On the f irst  cycle at a coolant-flow r a t i o  of 0.01, blade 6 f a i l e d  
in fa t igue in the base region of the s t ru t ;   the  failure being similar t o  
those described previously. A t  the t i m e  of the  heat-transfer  investiga- 
t i o n  it w a s  expedient i n  the test  program t o  omit the  usual heat treat- 
ment, and as a resul t   b lade 6 was  tested i n  the "as brazed"  condition 
(heat treatment D). T h i s  condi t ion  resul ts  in a b r i t t l e  material which 
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i n  conbinatinn  with  braze  .penetration may account for   the   re la t ive ly  
early  blade  failure.  The t o t a l   o p e r s t b g  time f o r  this  blade was 18 
hours and 37 minutes, whFch included  operation In the  heat-transfer  in-. 
vestigation. . In the.  heat-traasf'er . Fpvestigation,  the  blade was operated 
a t  higher  coolant-flaw  ratios and Lower. engine  speeds  than  blades of the 
endurance investigation. . .  . " 

Cyclic  operation was continued on blade 5 a t  the  coolant-flow  ratio 
of 0.01. On the  f tmb cycle   the  tes ts  were interrupted  because of a . 

f a i l u r e  of t he   she l l   i n   t he  leading-edge  region, where a.  1/2-inch- 
diameter hole developed a t  1/4 span. . ( T h i s  blade  shell  was &amaged pre- 
viously at this location while the  blade w a s  being removed from the tes t  
engine.) A patch of 0.007-inch deet  was then  brazed & C W S E  the  hole 
and the cyclic  operation an this blade was continued. After 14 success- 
f u l  cycles at the  coolant-flow r a t i o  of 0.01, a f a i lu re  of the  patch 
caused the termination of t e s t s  on t h i s  blade. Upon removal  of the 
b1ad.e Bhell from the. s t ru t ,  EL microscopic  examination of the s t r u t  f im 
in the   she l l   f i l l e t   r eg ion  on the  suction  surface of the-blade  revealed 
fat igue  cracks  in  the f i n e  which had already  progressed toward the  center 
of the  s t rut .  The tatal  operatfng : t i m e  o f  blade 5.-_at. a., coolant-flow 
r a t i o  of 0.01 and rated speed of 11,500 rpm  was aBroximately 5 hours. 
T h i s  time i s  comparable .with th.&t. of bl-ges. -l-_-md 3 operated at the same 
coolant-flow ratia. The entPre..operating 1Lfe of blade 5 was Z5~hourS"' 
and 7 minutes and included  operation  during  the q c l i c  and heat-transfer 
phase of this investigation a;nd that of reference 3. The re la t ive ly  long 
l i f e  of t h i s  blade, which was subjected  to f o e  braze  cycles, i s  believed 
t o  be at t r ibutable  t o  the  use of rapid  brazing  cycles, as w i l l  be dis-  
cussed Fn the .subsequent section. . " 

4 
,- ..j" " ~ .  -. . . .. . 

The results  obtained i n  the cyclic phase of the  investigation were 
less than a goal of 200 cycles, which according t o  reference 8 w a s  con- 
sidered a sufficient-. length of time t o  pemonstrate  adequate  blade dura- 
b i l i t y .  These r e su l t s  were encouraging, however, because t o t a l s  of 44 
cycles and 30 cycles were successfully completed on blades 5 and 6, 
respectively. The r e e u l t s  indicated  that  rm additional problems were 
encountered  during  cyclic  aperation  other  than  the  fatigue  failures  ex- 
perienced earlier in the  steafiy-speed  engine  operation of blades 1 
through 4. . . .   . .  

Summary of strut blade-durability  investigation. - A summary of the 
s t r u t  blade  life,  corresponding  heat  .treatments, and other  pertinent -. 

operating  infomati.on  for  the six s t r u t  .bl@es i s  given i n   t a b l e  111. "A 
considerable amount of design i~ormEltion.was.-p_b_t;,ain;ed from the  end;ura.rice 
tes t ing  of the  six s t r u t  blades. It w a s  found that  braze  penetration was 
a more serious problem then  expected and should be given. due considera- 
t i o n   i n  the design of strut-type blades. It is also advisable to fabri- 
cate   the  blade  in  as few braze  cycles.as  possible as well as t o  reduce 
the  amount  of brazing i n  order t o  minimize braze diffusion. Braze dif-  
fusion can probably  be  reduced by the use of f a s t e r  braeing cycles thEbn 
those used herein. 

" . . 

. - . . . . . . . . . . - ." ..-......-- _i . " . .. .. 
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- 
During each  braze  cycle, blades 1 t o  4 were subjected t o  a tempera- 

t u r e  of 2150° F f o r  15 minutes and temperatures above 1850' F for  approx- 
imately 2 hours.  During this period  considerable  diffusion can  occur. 
This   re la t ively long duration above 1850° F w a s  required  because of the 
l imitat ion of the heating  capacity of the furnace that was used. B l a d e s  
5 and 6 were both  brazed in  a hydrogen furnace. The duration of each 
braze  cycle at elevated temperatures for   these two blades w a s  much l e s s  
than  the 2 hours required f o r  blades 1 t o  4. A metallurgical  examination 
of blade 6 after f d l u r e  showed that the braze  penetration w a s  less   than 
that f o r  blades 1 t o  4, inclusive. An examination of blade 5 w a s  not made, 
although the braze  penetration  should compare d t h  that f o r  blade 6. It 
i s  believed that the favorable l i f e  of blade 5, 8s  compared with blades 
1 and 3 which were operated at the same coolant-f low r a t i o  of 0.01, i s  
caused by this reduced  braze  penetration.  Diffusion of the braze  into 
the  strut   material   can  probably be further reduced by the  use of a more 
rapid  cycle  obtained  from an induction  heating element located inside 
the furnace. Another possible means of eliminating the braze  diffusion 
problem in   the   base   reg ion  of t h e   s t r u t  i s  t o   c a s t  the s t r u t   i n t e s a l l y  
w i t h  the  blade base and thereby  eliminate the brazing  cycle that i s  
normally required  for  this operation. 

L 

In the design of strut-type blades, effort should  also be made t o  
reduce  the  notch  effect i n  the f i l l e t  region of the blade; the notches 
i n  conjunction with a nonductile  type of material are thought t o  be the 
primary  cause of the blade failures  reported  herein.  Generous f i l l e t s  
and a tempering  temperature  resulting in good d u c t i l i t y  should be used 
when possible. 

A v a l i d  conprison of s t r u t  blade l i f e  with that of the LO-tube, 
shell supported  blade of reference 6 could  not be made with any degree of 
certainity  because of the l imi ted   s t ru t  blade durabi l i ty  data. The lim- 
i t e d  number of s t ru t   b lades   t es ted  (six), however, did  give  indications 
t h a t   t h i s   t y p e  of blade w i l l  probably have a greater  l i f e  than that of 
the tube-filled,  shell-supported  blade over the range of coolant-flow 
ratios  investigated.  

SUMMARY OF RESULTS 

The following results w e r e  obtained as pa r t  of a development program 
conducted t o  determine the cooling effectiveness and durabi l i ty -of  air- 
cooled, strut-supported  turbine blades. The st rut   b lades  used i n  t h i s  
investigation had an a i r f o i l  shape, t w i s t e d  from base t o   t i p .  The s t r u t s  
f o r  these blades were machined from 17-22A( S) steel. 

1. Appreciable  cooling of the support member of the strut-supported 
blade w a s  obtained  during  operation i n  a full-scale  turbo j e t  engine. A t  
a coolant-flow r a t i o  of 0.012 and a turbine-inlet  gas  temperature of 
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1815' F, f o r  example, the difference between the average s t r u t  tempera- 
t u re  of 1025' F aad the  effective  gas  temperature was approximately 
575O F. A t  th i s  gas  temperature  the  deferences between the midchord 
s t r u t  temperatur-eand the leading-edge regions and between the midchord 
and t he  trailing-edge  regions were 20° and 175O F, respectively;  these 
v a l u e s  w e e d .  w e l l  with those  obtained at a lower i n l e t -  gas t-emperature 
of 1650° F. 

2. Calculated midchord strut  temperatures at t he  3/8-span location 
were in  favorable  Weernent, as ewected, with s t r u t  temperatures meas- 
ured during engine  operation a t  .a turb+.-wt._teqerature of 18E0 F. 
Calculated midchord strut  temperatures were approximately ZOO F lower 
than  experimental  values. 

. .. 
I 

cn 
Q) + 
M 

3. Calculated spanwise blade  temper@tures  for a turbine-inlet  gas - 

temperature of 1815' F verified the need of a protective  coating of the 
s t e e l   s t r u t  t o  prevent  oxidation. Calculwted e h e l l  temperatures  indi- . . . 

cated that a protective  coating waO not needed. for   the shell of N-155 
material. 

.. ._ 
"" 

4. The resu l t s  of the  steady-speed  endurance  investigation of four 
strut-supported  blades, conduct@ i n  a _ f . a - g c a l e   t u r b o j e t  engine .at a 
speed of 11,500 am ;%ild-turbine-inlet  temperature d 167O0.F, gave indi- 
cation that s t r u t  blade  l i fe  w i l l  probably be greater  than that f o r  a 
10-tube,  air-cooled,  shell-supported  blade made from the same material 
and operated a t  similax coolant-flow  ratios.. , The four  .blades failed in  
fat igue at the  base region of the s t ru t  aSa not i n  stress-rupture a6 
desired from the  blade l i f e  viewpoint.  Calculated centrifugal s t r e s s   i n  
t he   s t ru t  at this point was 44,000 pounds per..sqw.e inch. A MetallurBi- 
ca l  examination of the  blades  a9ter  failure showed severe  braze  penetra- 
t ion   in to   the   s t ru t  materid. Blade  Sailures.vere  attr ibuted t o  the com- 
bination of. braze  penetration and a s t r u t  m&ter&al having i n s u f f i c i e n t  
duct i l i ty   to   withstand the combination of the. imposed vibratory a3Ld cen- 
t r i fuga l   s t resses  and the. stress  concentrations caused  by the notches In 
the   f i l l e t   r eg ion  of the  blade. Eliminatian of the  fa t igue  fa i lures   to  
increase  blade  l i fe  would probably  require a different  fabrication  tech- 
nique and- heat trea%ent. , -. . -,. . .  I 

. .. . - 
. .  .. 

. " 

.-  

5. Two s t r u t  hlades were subjected t o  a cyclic endurance investiga- 
tion i n  a--full-scae turbo jet engine. T h e e  cycles  consisted of a Yapid 
acceleration from engine idle t o  ra ted engine  conditions,  followed after 
15 minutes at rated conditions by a rapid  deceleration to  idle conditions. 
I n  addition to the successful colnrpletion of .U,.sgch. cycles  at  coolant- 
f low r a t l o s  of 0.05 and 0.03 as reported eCirI&r# both  blades  successfully 
completed 10 additional cycles a t  0.02. One of the two blades  success- 
f u l l y  completed 14 cyc les -a t  0.01. Blade failures  al6o.occurred i n  

-. 
F 

c 
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- 
fa t igue  in the  base  regions of t he  struts. The cyclic endurance r e su l t s  
were encouraging even though the  average l i f e  of each  blade  (approxi- - mately 40 cycles) was less than a goal of 200 cycles. 

Lewis Flight  Propulsion  Laboratory 
National Advisory Committee f o r  Aeronautics 

Cleveland, Ohio, October 25, 1954 
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TABLE I. - SUMMARY OF REAT-TRANSFER IPjVESTIGATION 

T Strut  tentperatme a t  3/8 span Engine 
speed, 

rPm 

4ver a @;e 
Zffective 
?;as t em-  
?era t u r e  
[ uncooled 
3 l a  de 
temper- 
I t w e )  

"F 
1064 

Zoolant 
sempera- 
:we at 
> l a d e :  
lase 

"F 

120. 
120 
130 
13.5 
140 
145 
155 

125 
125 
130. 
135 
145 
155- 
170 

135 
135 
140. 
145 
155" 
170 
185 

160 
165 
175 
185 
195 
2 15 
2 45 

170 
175 
180 
195 
210 
235 
280 

li dchord , 
OF 

Trailing 

OF 
cage , 

4,000 1070 350 
385 
440 
490 
5 25 
5 60 
620 

470 
510 
5-60 
605 
635 
660 
7 10 

0.075 
.063 
.049 
.039 
.027 
. O M  - 
.010 

0.074 
.a59 
.043 
.032 
.025 
. O M  
.010 

345 
380 
440 
490 
520 

615 

280 
315 
355 
405 
440 
485 
5 50 

56a 

8,000 9 80 1050 
~ 

290 
325 
365 
415 
450 
495 
5 65 

3 85 
4 30 
475 
525 
555 

640 

415 
4 60 
520 
58Q 
620 
665 
740 

5 65 
6 30 
695 
7 95 
850 
9 LO 
10 40 

59a 

1050 1180 0.072 
.056 
.041 
.om 
.025 
.Q17 
.009 

315 
3 45 
390 
455 
49s 
5 60 
7 15 

300 
335 
385. 
450 
490 
550 
680 

10 , 000 

11 , 500 1425 16533 0 .a79 
.060 
.045 
.031 
.027 
.019 
.010 

420 
470 
525 
620 
670 
755 
1000 

405 
450 
5 10 
605 
660 
735 
960 

1815 630 
7 10 
7 90 
900 
955 
10 20 
1130 

460 
510 
5 85 
680 
740 
820 
9ao 

440 
49 5 
565 
67 0 
7 30 
800 
955 

0.084 
.064 
,040 
.03S 
.029 
.021 
.012 

1590 
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% 
a3 
P 

Heat 
treatment 

A 

B 

C 

D 

Process 

Normalized at 1725' F f o r  1 hr and t e q e r e d  
at 1225' F f o r  4 hr. Both operations 
perf om& i n   a n  argon atmosphere. 

Normalized a t  1725' F f o r  1hr and tempered 
at 1225' F f o r  4 h r  and at 1350' F f o r  1 
hr. All operations performed i n  811 argon 
atmosphere. 

Normalized at 1725' F f o r  1 hr, tempered at 
1225' F f o r  4 hr. Both operations  per- 
formed i n  an argon atmosphere. Sa l t -  
dipped a t  1375O F f o r  1 hr . 

As brazed (E min at 2150° F in vacuum). 



. . . . . . .. . . . . . . . . 

llade Phase of Heat treatmeni 
investigation (see  table 11) 

1 steady-speed 
endurance 

2 B Steady-speed 
endurance 

3 A Steady-speed 
endurance 

4 C Steady-speed 
endurance 

5 A Heat-transfer 
a n d '  cycuc 
edurance 

6 D Heat-transfer 
ana cycuc 
endurance 

-. I 

" :yc l e  s 

l 2  
3 1 %  

Min 

39 Strut  failure after 2 hr 29 min at  
0.01 ooolant-flow ra t io  

47 S t ru t   fa i lure   a f te r  30 hr 50 min 

Strut  failure af ter  3 hr 5 min at 16 

at 0.015 coolant-flow ra t io  

0.01 coolant-flow ra t io  

35 S t r u t  failure after 14 hr 25 min a t  
0.018 coolant-flow ra t io  

7 Completed heat-transfer tests and 
10 cycles each at 0.05, 0.03, 0.02, 
and -14 cycles at 0.01 coolant-flow 
ratio.  Test  terminated after secolaa 
fa l lure  of shell; previously damaged 
snd repaired dwlng heat-transfer 
tes t ing 

37 Completed heat-transfer tests and 10 
cycles each at  0.05, 0.03, and 0.02 
coolant-flow ratio.   Strut  failure 
on f i r s t  cycle at 0.01 coolant-f low 
r a t i o  

. ! 68pE 

0 
N 

I 
M 
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Figure 1. - Isometric view of twisted-airfoil,  air-cooled,  strut-supported, 
turbine blade. __. 
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c 

0.015 inch  .clearance betweep 
shell and seCm&ry fins 0.0BO inch 

slot width 
0.040 inch  thick 
primary f i n s  

0.020 inch . 

thick  sec- 

1" .. "_ 

0 

Trai l ing edge 
thermocouple 

" " 

(c )  Blade base. ' 

Figure 2. - Profi les  of twisted-airfoil,   strut-supported  blade et three spanwlse 
P o s i t i m  showing pertinent  blade dimensions and locations of thermocouples 
and points for  temperature  analysis. 

. .  



NACA RM E54525 __2__ 23 

1600 

1200 o Effective gas - 
Leading  edge 

0 Midchord 

800 

400 

6 .. 
B 0 

d 
(a) 16SOo F naniaal turbine-inlet &ss temperature. (Data 

k f r o m  fig. 6 ,  ref. 3.) 

0 .02 .a .06 .10 
Coolant-f low rat l o  

(b) 1815° F nominal turbine-inlet gas temperature. 

Figure 3. - Variation of experimental  strut  temperatures of air- 
cooled,  strut-supported blade at 3/8 span with  coolant-flow 
ratio at 11,503 rpm for nomLnal turbine-inlet gas tempera- 
tures of 1650° and 1815O F. (Measured  effective gae tempera- 
ture and cool ingair  temperature at blade base axe a b o  shown. ) 
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(b) 1815' F nominal turbine-inlet gas temperature. 

Figure 5. - Comparison of calculated and experimental  midchord  strut 
and shell temperatures  at 3/8 epaa for range of coolant-flar  ratioe. 
Comparison made for nominal turbine-inlet gas tempcratures of 
1650° F and 1815' F for engine  epeed of =,SO0 rpm. Cooling-air 
temperature at blede base also shown. 
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(a) Coolan't-flov ratio, 0.012. (a) Coolant-flov  ratio, 0.061. 

F&ure- 6. - Calculated spanvise temperature  distribution f o r  never81 midchord blade 
locatlone for 0.012 an8 0.0BI coolant-flow  ratios at nnmirrnl turbine-Inlet 
temperature of u u o  F. m u r e d  strut esactioe tmparaturer at $ 
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(b) Tap viev. 

Figure 7. - Concluded. Failure of strut blade 1. 

I 
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Figure 8. - Corrosion of fins In fillet region of strut blade. 
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Figure  9.  - Microetructure (40X size) of eect ian af strut fin and blade 
base shoving extent of braze penetration f o r  strut blade 2. 

. 

. 
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(a) Leading edge. 

W e ,  see 

(b) HidohoFd. 


